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The following items were submitted to the Trace Evidence Unit of the Crime Laboratory for examination:

ltem AL e (1) sealed plastic bag containing metal scraper with red cord attached and 2 small round
clear plastic pillbox containing a white panl chip reportedly [om the Linda E in Lake
Michigan.

lem AL Cmne (1) sealed plastic bag contaming metal scraper with red cord attached and 2 small round
clear plastic pillbox containing white paint chips and a small round clear plastic pillbox
containing black paint chips reporedly from the Linda E in Lake Michigan,

[tem Al Ome (1) sealed plastic bag reportedly contaimng one length of gray dust tape with while paint
chips from Linda E in Lake Michigan.

Examination of the metal scraper (item AE) revealed it to have prav duct tape on it. A few small white paint chips were
found adhering o the scrapper.

Fxamination of the metal scraper (item AF) revealsd it 1o have gray duct tape on it, A few small white paint chips (item
A1) were found adhering to the scrapper.

Krnown black paing (item AF2), reported]y from the Linda E in Lake Michigan, was examined and subsequently [ound
ta be inconststent with the questionad black particles {item 13, see original report dated 9 April 1999) reportedly from the
harge Great Takes regarding microchemical and physical properties.

Based upon these observations, it is the opinion of this analyst that the known black paint (Item AF2) and the
questioned black particles {item 1Y) are not of the same type.
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Examination of the pray duct tape (item AG) revealed the presence ol a few small while paml chups (item AGL) and &
lang sliver of beige awer light green over heige over light green paint.

The known white paint {itern AG1), reportedly from the Linda E in Lake Michigan, was examined and subsequently
found 1o be consistent with the questioned white paint (item G, see original report dated 9 Apnl 199%), repomedly from
the barge Great Lakes, regarding their color, texture and microchemical and physical propertics. Minor differences were
noted in the gross elemental composition. The source of these minor differences is not known,

Based upon these observations, it is the opinion of this analyst that the known white pant (item AG1) and the
questioned white paint (item () could be of the same type. A more conclusive result could not be reached due o the
insufficient amount of known and questioned samples submitted. This analvst recognizes that ancther source of paint

with propertics consistent with the above paint exists,
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